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Abstract: Sandwich structures utilize the geometric stiffening effect by increasing the area moment
of inertia. This reduces carbon fiber (CF) material within CF-reinforced plastic (CFRP) components,
and thus, the CO2 footprint. A suitable material combination for lightweight design is the use
of continuous fiber-reinforced face sheets with a light foam core. CFRP sandwich structures with
foam core are manufactured by combining a prefabricated foam core with fiber-reinforced cover
layers in a two-step press process. Besides the reduction of the used CFRP material, more efficient
manufacturing processes are needed. The aim of this paper is to develop a novel polyurethane foam
system to enable the direct sandwich composite molding (D-SCM) process for the production of CFRP
sandwich structures by utilizing the resulting foaming pressure during the reactive polyurethane
(PUR) foam system expansion for the impregnation of the CF reinforced face sheets. The developed
formulation enables D-SCM structures with 150–250 kg/m3 foam density and 44–47.5% fiber volume
content, based on a preliminary evaluation.
Keywords: sandwich structures; CFRP; advanced composites; polyurethane foam; D-SCM
1. Introduction
Efforts to reduce environmentally harmful emissions and the increasingly holistic
approach towards the consideration of the entire component life cycle from manufacture to
disposal (life cycle assessment) increase the pressure on material and production processes
developments. Particularly in the area of fiber reinforced plastics, the development focus
must not be exclusively on mechanical performance and cycle times. For example, the
superior specific properties of carbon fiber-reinforced plastic (CFRP) structures and the
weight and emission savings they offer are offset by significantly higher resource consump-
tion during material extraction (greenhouse gas impact of 38.9 kg CO2-equivalent per kg
CF [1]) and component manufacture. This burden at the beginning of the product life cycle
must be reduced, especially when carbon fibers are used, in order to achieve an advantage
over conventional materials when balancing the entire component life cycle.
One way to achieve this goal is to reduce the use of CO2 intensive materials. Sandwich
design is a suitable strategy for reducing the amount of carbon fibers, especially for large
and flat components. The geometric stiffening effect is utilized for components subjected
to bending and buckling loads by increasing the area moment of inertia in the relevant
cross-section. Transferred to highly stressed CFRP components, continuous fiber-reinforced
face sheets in combination, with a lightweight foam core, are an optimal combination for
lightweight designs [2–4]. The concept of sandwich panels is already widely used in several
fields of application, especially within the construction and building sector [5]. Besides
CF reinforcements, glass and flax fiber reinforcements are also within the focus of current
research activities, e.g., for cladding wall panels [6–8].
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In addition to the reduced use of materials, the manufacturing process also needs to
made more efficient. Traditionally, pre-fabricated foam cores are processed together with
fiber-reinforced cover layers. The cover layers can either consist of pre-impregnated mate-
rial (so-called prepreg) [9], or they can be impregnated during the component manufactur-
ing process [10,11]. However, this is at least a two-stage process, since the pressure-sensitive
foam core needs to be provided by a preceding manufacturing step. For increasing produc-
tion efficiency, some one-step sandwich manufacturing approaches are already developed
and described in the literature.
M. Ware developed the Thermal Expansion RTM (TERTM), a manufacturing process
for fiber-reinforced sandwich structures using internal pressure generated by the foam core.
However, this is still a two-stage process by which a PUR or PI foam core is wrapped with
reinforcing material, placed in a cold mold and matrix material is injected. By controlled
the heating of the mold, the thermal expansion of the foam core leads to an improved
impregnation of the fabric material [12,13].
For one-step sandwich fabrication, Hopmann et al. developed a process that uses
a syntactic foam system. They use polymeric hollow microspheres loaded with a low-
boiling liquid as blowing agent. Mixed in an epoxy resin system, the polymeric hollow
microsphere shell becomes flexible under the heat of the heated mold, and the transition of
the low-boiling liquid into gas phase leads to the expansion of the blowing particles. To
produce a sandwich structure, glass fiber textiles serve as filters in the sandwich face sheets.
Used in a wet pressing process, the hollow microspheres of the syntactic foam system do
not penetrate the textile reinforcement structure. The expanding microspheres force the
matrix system into the textile fabric and thus leading to the impregnation of the face sheets.
The cured matrix material fixates the expanded hollow spheres, which remain as foam
pores in the material (achieved densities: 530–720 g/L) [14,15].
Weißenborn et al. developed a one-step process for the production of sandwich
structures by using the expansion reaction of foamable polyurethane (PUR) in a closed
mold. The reactive PUR mixture forms both the foam core and the matrix material for the
textile reinforcement in the sandwich face sheets. Consequently, the foam core and the
sandwich face sheets are produced in a single step and with the same material. The pore
content in the top layer can be influenced by manipulating the pressure conditions during
the process. The foam achieved densities range from 270 to 770 g/L, and a maximum
roving impregnation of 84% was observed for CF fabric [16].
Hopmann et al. developed an additional one-step process for the production of
fiber-reinforced sandwich structures, based on two independent material systems for the
foam core and the face sheets. A non-foamable PUR material is applied on the face sheet
textile outside of the mold, targeting 38% fiber volume content (FVC). The pre-impregnated
face sheets are then combined with a reactive PUR foam system in a mold. Utilizing
the expansion reaction of the foamable component, the face sheets are pressed against
the cavity wall, consolidated and cured. The sandwich structures produced have foam
densities ranging from 397.4 g/L to 592.8 g/L, the resulting FVC was not determined [17].
The basic idea of the intended process strategy is to use the pressure occurring during
the PUR foam reaction for fiber impregnation and consolidation of the top layers. Following
the example of Hopmann et al. [17] two independent material systems will be used for
the foam core and the face sheet material. However, the target process is distinguished
from Hopmann’s approach by the use of an impermeable boundary layer (polymer film)
between the face sheets and the reactive foam system. This leads to a higher flexibility
regarding the resin types for the face sheets (e.g., use of epoxy based systems) and prevents
an uncontrollable penetration of the foam system into the face sheets resulting in locally
increased porosity.
This paper focuses on the material characterization and development as a basis for
the described direct sandwich composite molding (D-SCM) process approach. Based
on the current state of scientific knowledge the PUR system was identified as the key
component during implementation of the D-SCM process. Therefore, an optimized PUR
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foam system has been developed, and described in this paper, in order to increase the
light-weighting potential of the structures by lowering the foam density and increasing
the FVC of the face sheets. The PUR material system development for novel process
variants requires boundaries that need to be identified. For this reason, the compaction and
the rheological behavior of the face sheet materials are also presented within this paper.
The curing characteristics of the matrix material for the face sheets define the necessary
reaction speed for the PUR foam system (foaming pressure needs to be applied before
the matrix system in the face sheets is cured) and the compaction behavior of the fabric
indicates the necessary maximum foaming pressure to achieve certain FVC. Based on
this investigation, the theoretical suitability of the developed foam system is discussed
and evaluated. The paper will conclude with a preliminary process strategy, based on
the determined individual material characteristics. The actual realization of the one-step
process is the subject of further work and will not be considered within this publication.
Figure 1 shows the idealized steps of D-SCM process. A resin pre-infiltrated tex-
tile layer (green) plus polymer film (red) is placed in the heated mold, (1) the reactive
polyurethane foam mixture is introduced into the cavity, and (2) a second pre-infiltrated
textile layer plus polymer film forms the upper face sheet (3). The mold closes to the target
component thickness, and (4) the expansion reaction of the foam builds up pressure on the
outer face sheet layers (5). This internal pressure completes the impregnation, followed by
the subsequent consolidation (curing) of the cover layers (6). After curing, the mold can be
opened and the sandwich structure removed (7).
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Figure 1. Schematic illustration of th ideal one-step sandwich process.
The described D-SCM process offers a high pote tial for industrial applications. Con-
sidering the st te of th art p ocess variants with pre-cut and three-dimensional (3D)-milled
f am cores, scrap rates of up to 90% for complex geometries can be avoide . Furthermore,
t e r cessi equip e t costs may be reduced as the D-SCM process variant utilizes
equally distributed low pressures. Expensive hydraulic press equipment is not necessary.
The process development within this paper is considered with carbon fibers as re-
inforcement aterial to achieve the highest lightweight potential. Glass fibers can be an
adequate alternative, in terms of cost efficiency. The targeted D-SCM process provides
the potential for substituting the fiber material, in the future, to open up further fields
of applications.
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2. Materials and Methods
2.1. Materials
The Panex 35 carbon fiber (CF) in a 50 K, based biaxial non-crimp fabric (PX35MD030B-
127T) from Zoltek with 0◦/90◦ orientation, tricot stitch (4 g/m2 polyester stitching yarn)
and 300 g/m2 aerial weight was used for the face sheet reinforcement. Two different
amine-based, warm curing epoxy resin systems (designed for RTM and LCM applications)
were used as matrix material for the face sheets: The Epikote TRAC 06170 system from
Hexion, Columbus, OH, USA (100 parts by weight Epikote TRAC 06170 resin and 16 parts
by weight Epicure TRAC 06170 hardener), in the following referred to as “Epikote” and
the Araldite LY 3031 system from Huntsman, Conroe, TX, USA (100 parts by weight
Araldite LY 3031 resin and 21 parts by weight Aradur 3032 hardener), in the following
referred to as “Araldite”. The development of an optimized reactive polyurethane foam
system for the D-SCM process was based on the two-component reactive polyurethane
foam system EP 3587/2 from Rühl Puromer GmbH, Friedrichsdorf, Germany. It mainly
consisted of polyether polyols (EP 3587/2) and diphenylmethane diisocyanate (puronate®
900) combined with distilled water, catalyst and additives (e.g., nucleating agent). For
system development, water and catalyst content were investigated in detail. Acmos 36-5238
from Acmos Chemie KG, Bremen, Germany was used as external mold release agent for
the trials.
2.2. Methods
2.2.1. Rheology of the Face Sheet Resin Systems
The viscosity characteristic of the two epoxy systems set the boundaries for the process
cycle time, and thus, the reactivity of the polyurethane foam system. To determine the
viscosity and curing behavior, plate/plate rheometer trials (Anton Paar: Physica MCR 501)
at 80 ◦C, with a combined measurement approach for characterizing the resin within a
broad viscosity range were conducted:
1. Rotatory measurement with a shear rate of 6.28 1/s up to a maximum shear stress of
6.28 Pa.
2. Oscillatory measurement from 6.28 Pa shear stress with an angular frequency of
6.28 rad/s.
The measurement ends at a viscosity of 12,000 Pa·s, while each system was tested
three times. The resin materials were dosed directly (Viscotec V4/4 dosing machine) into
the gap (0.75 mm) between the two plates of the rheometer to limit handling times, and
thus, start the measurements as quickly as possible after resin mixing. This test procedure
is similar to the enhanced viscosity characterization by Bernath et al. [18]. The mixing
quality by the static mixing head was verified by differential scanning calorimetry (DSC)
measurements.
2.2.2. Compaction Analysis of the Face Sheet Fabric Material
For the compaction analysis, two layers (defined number of fabric layers per sandwich
face sheet for the process development) of biaxial fabrics with the symmetric stacking
sequence [(0/90) (90/0)] were compressed at a test speed of 1 mm/min within a standard
testing machine (Hegewald and Peschke, Neu-Ulm, Germany, inspekt 50 table), shown in
Figure 2a. The fabric has a different stitching yarn pattern on the top and on the bottom
side due to the tricot stitching type (see Figure 2b). To achieve a symmetric layup regarding
carbon fiber and stitching orientation, either the straight (C1) or zick-zack pattern (C2) can
be placed on another. Both configurations were tested and compared. The compaction
area was 150.5 × 161 mm2 and the fabric material was tested dry and pre-infiltrated with
100 and 500 mPa·s silicone oil. The mold was not sealed, which allowed resin flow due to
fabric compaction. Each configuration was tested five times to ensure statistic liability. The
fiber volume content, in relation to the applied pressure, were calculated using the Panex
35 carbon fiber density of 1.81 g/cm3 [19], plus measuring the compaction gap between
base plate and compression stamp, and the samples weights.
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2.2.3. Characterization of the Reactive Polyurethane Foam System
The foa ing pressure develop ent inside the cavity over ti e was our ain focus
regarding the foam material development. To characterize the foaming pressure of various
system formulations, a circular plate geometry with 150 mm diameter and adjustable height
is used (see Figure 3a). The developed trial setup was operated by an electric cylinder
(Festo SE & Co. KG, Esslingen am Neckar, Germany ServoPress YJKP-17-400-AX-SB-5) that
allowed the progr mming of the closing profiles and highly accurate movements of the
ld to be carried out. Figure 3b shows a schematic cr ss ection of the m ld. The vacuum
sealing evacuated th cavity during the process and the resin sealing prevented leakage of
th foam material. The cavity height c n be adjusted via distance rings, a pressure ensor
(Kistler Instrumente AG, Winterthur, Switzerland, type 6167A, 10 Hz measuring frequency)
was installed in the pper mold for online recording the pressure values and both cavity
side w re water-heated to 80 ◦C.
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The test procedure began by manually mixing the specified foam system formulation.
The material amount is dependent on the cavity height and the target foam density (see
Table 1). After applying the reactive system into the lower cavity (~11 s), the mold was
closed in 12 s, according to the programmed closing profile of the electric cylinder.
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Table 1. Foam processing targets for the DoE analysis.
Cavity Height [mm] Cavity Volume [cm3] Foam Density [g/L] Foam Material [g]
4 70.7 160 11.3
6 106.0 150, 160, 200, 250 15.9, 17.0, 21.2, 26.5
8 141.4 160 22.6
A Design of Experiments (DoE) approach was conducted to reduce the necessary
number of trials and to identify complex correlations within the foam system development.
The relevant parameters for the foam formulation optimization are water and catalyst
content. Water molecules react with isocyanate and generate CO2, the blowing agent of
reactive polyurethane foam systems. In theory, the more water inside the formulation
the more CO2 can be build, which leads to higher internal cavity pressures. As the water
content is a critical aspect, it is controlled via Karl Fischer titration to ensure reproducible
results. The catalyst is the main parameter for the reaction speed. This includes the foaming
reaction (H2O + R-NCO→ CO2) and the polymerization of the actual polymer network
(R-OH + R-NCO→ R-NH-CO-O-R) [20,21]. Furthermore, the foam density is considered
to have a significant influence on the cavity pressure development, and was thus, included
in the DoE trial matrix. The catalyst and water portions are related to 100 g polyol fraction.
Screening trials were conducted at 80 ◦C mold temperature and 6 mm cavity height
for identifying the process boundaries:
• 0.5 wt.% > catalyst portion < 1.1 wt.%
• 2.1 wt.% > water portion < 3.1 wt.%
• 150 g/L > foam density < 250 g/L
Below these processing boundaries, the foam system was not able to fill the cavity
completely. Above the determined boundaries, the foam system was no longer manageable
as the foaming reaction was too fast for manual processing.
As the screening trials provided the process limitations, a Face-Centered-Central-
Composite-Design (FCCCD) was chosen for the DoE. This allowed the identification of
cubic relations within the formulation development. Three repetitions per measuring point
were conducted to obtain a statistically valid result.
Besides a DoE-assisted formulation development for the reactive foam system, the
influence of the cavity height on the pressure was analyzed at h = 4, 6 and 8 mm (three
trials per height).
3. Results
3.1. Rheology of the Face Sheet Resin Systems
Figure 4 shows the determined viscosity behavior over time for both epoxy resin
systems at 80 ◦C up to 1000 mPa·s. It is obvious that the Epikote system has a lower
reaction speed than the Araldite system. The time to reach a viscosity of 500 mPa·s is ~120
s for Araldite and ~260 s for the Epikote system. Both materials show a slight temperature-
dependent decrease in viscosity in the beginning of the tests, which is then overcome by
the crosslinking reaction of the polymer that leads to an increasing viscosity during curing.
For the Epikote material, this results in a comparatively long time below 100 mPa·s of
about 140 s against the Araldite system.
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compaction trial in case the fabric is impregnated, also investigated by Poppe et al. [22]. The
higher the viscosity the higher the necessary additional pressure. It must be mentioned that
this effect is valid for the average pressure values, but the enveloping surfaces representing
the standard deviation overlap and the effect, is thus, not generally valid. A similar
behavior can be observed in Figure 5b (C2 configuration) from dry fabric to 500 mPa·s. The
average values for 100 mPa·s are slightly lower than for dry fabric and very close to each
other. In general, the C2 configuration shows higher necessary pressures to achieve a certain
FVC. This is due to the different surface textures of the 50 K based CF fabric. On the straight
stitching side of the fabric, the 50 K rovings were subdivided into smaller fiber bundles
by the stitching yarn (see Figure 2b). This resulted in a smoother surface compared to the
zick-zack side. As the compaction was characterized by only using two layers of fabric,
singularities like local fiber accumulations could not be homogenized using thickness
direction. These singularities are less likely if the surfaces within the symmetry plane are
smoother like for the C1-configuration and thus the necessary compaction pressure is lower.
The effect of the local singularities partially superimposes and blurs the viscosity influence
on the compaction behavior for the C2 configuration. The C1 configuration is preferable
for the D-SCM process as less pressure is needed for the face sheet compaction and thus
higher FVC are achievable.
3.3. Reactive Polyurethane Foam System Development
The design analysis of the performed FCCCD-based DoE shows an R-square of
99.53% and an adjusted R-square of 99.39%, and is thus, considered valid for well-founded
conclusions on the material characteristics. The main effects plot for the influence of the
factors water portion, catalyst portion and foam density on the maximum foam pressure is
shown in Figure 6. We observed that the higher the gradient of the curve, the higher the
influence of the factor on the maximum foam pressure.
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The water portion effect on the mean of the maximum foaming pressure is almost
linear and rises from 2.1 bar monotonously to 3.6 bar at higher water contents. This behavior
was expected as more CO2 molecules can be generated by the reaction of isocyanate and
water which results in a higher pressure inside the closed cavity. A similar, but even more
significant influence is the foam density on the maximum foam pressure (1.7–4.1 bar). This
effect is explained by the decreasing free volume and increasing absolute water content
as soon as the amount of reactive material is increased with higher foam densities. Both
aspects work in the same direction towards a higher internal cavity pressure. The catalyst
portion has a qualitatively analogous influence on the pressure (higher catalyst portion→
J. Compos. Sci. 2021, 5, 104 9 of 13
higher pressure), but the function is slightly quadratic and less significant (2.9–3.1 bar). The
foaming behavior of the polyurethane system is always a combination of the CO2-reaction
and the crosslinkage of the polymer network. The catalyst influences both heat-dependent
reactions. However, it seems that the crosslinkage at lower catalyst portions of 0.5 and
the accompanying viscosity increase prevents the foam system from developing the full
blowing potential. With higher catalyst portions, the CO2-reaction can keep pace with the
polymerization and thus reach higher cavity pressures.
With regard to the foam system development for the D-SCM process, a high max-
imum pressure for the foam formulation is preferred. It is obvious, that the maximum
water portion of 3.1, and catalyst portion of 1.1, respectively should be considered for the
formulation of the foaming polyurethane system. However, both factors also lead to an
accelerated foaming reaction, which might be challenging for the necessary overall process.
If the material reaction is too fast and the mold cannot be closed completely before the
foam expands, leakages could occur or the foam structure can be affected negatively.
The density is a powerful adjusting lever for the maximum pressure. However, a
higher density works against the superior goal of a lightweight design. In this context, the
lowest possible density for achieving the desired component properties should be targeted
for the D-SCM process development.
Besides the system formulation and the density-impact on the cavity pressure, the
influence of the cavity height was investigated. The foam configuration was kept constant
at 162.8 g/L± 3.2 density (target: 160 g/L, see Table 1), 3.1 parts water and 1.1 parts catalyst.
The resulting pressure curves (average curve and standard deviation as enveloping surface)
are shown in Figure 7.
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At 4 mm cavity height, the pressure increase starts after 19 s, is nearly linear until 1.8
bar, and then flattens out considerably towards the maximum pressure close to 3 bar at 180
s. The trials at 6 mm show a similar pressure increase rate rise after 19 s. The linear part of
the curve rises up to 2.4 bar and then flattens sharper than the 4 mm curve towards the
maximum pressure just above 3 bar. This effect is even more pronounced at 8 mm cavity
height. The pressure increase starts at 25 s and the gradient is similar to the 4 and 6 mm
curves. However, the linear pressure rise ends comparably sharp into a plateau at around
3.2 bar. The late start of the curve at 8 mm height can be explained by the longer distance
for the foam to reach the pressure sensor in the upper mold even as there is more material
introduced to ensure the same foam density like for the 4 and 6 mm trials. The foam
pressure curve progression at the three investigated heights is mainly driven by the heat
introduction into the foaming material. As mentioned, the foaming of the polyurethane
system is always a combination of the CO2-reaction and the crosslinkage of the polymer
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network. The results from the DoE already suggest that the formulation needs a certain
amount of catalyst to speed up the CO2-reaction, whereas the crosslinkage is sufficiently
driven by the heated mold. By increasing the mold height, the heated cavity surface
increases less in relative terms to the cavity volume. Therefore, the energy input into the
material at constant mold temperature is reduced on a volume-specific basis. At 4 mm
cavity height, the foam material is heated via the mold surface and the crosslinkage reaction
is slowing down the foam reaction. For 8 mm cavity height, the energy input through the
mold surface into the double amount of material compared to 4 mm (density = constant) is
volume-specific lower. Consequently, the crosslinkage reaction is slower and the catalyst-
driven CO2-reaction of the foam system can develop the full potential, resulting in higher
maximum pressure values.
4. Discussion
The following discussion explains the identification, for the first time, of the theo-
retical processing windows, based on the individual material characterizations, taking
the chronological order of the process steps into account. The realization of the D-SCM
process is not part of the paper. The process is dominated by manual process steps for
the first investigations. The reactive polyurethane foam mixture is introduced into the
cavity 20 s after the first impregnated textile layer plus polymer film (first sheet) is placed
in the heated mold (1). The foam application time is estimated with 20 s (2) and the second
impregnated textile layer plus polymer film (second sheet) is placed in the mold 10 s
after foam application end (3). Twelve second mold closing time is defined within the
experimental setup program (4), followed by the system curing and sandwich demolding.
Figure 8 shows exemplary process strategies for both resin systems (Figure 8a for Araldite,
Figure 8b for Epikote) in the face sheets as well as 150 g/L and 250 g/L foam density, based
on the independent material characterization. The resin viscosity is plotted on the left and
the expectable foaming pressure on the right y-axis.
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curves are illustrated, one for 250 g/L and one for 150 g/L foam density, whereas the
formulation is the same for both curves (3.1 parts water, 1.1 parts catalyst). By sorting the
material behaviors along the chronological process chain, potential issues during the one-
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step process can be identified. As already explained, 500 mPa·s is considered as viscosity
limit until when the maximum foaming pressure should be reached. As highlighted by
the horizontal dashed line (red) in Figure 8b, this limit is reached for the lower, and thus,
first introduced face sheet at 118 s (vertical dashed line). At this time, the foam curves
just reached the maximum pressure plateau with which the combination of the considered
foam formulation and the Araldite resin seems to be feasible. However, this needs to be
verified during actual one-step sandwich manufacturing trials as the heat transition trough
the face sheet material, and thus, the foaming pressure built-up could be slowed down.
This could lead to a situation where the resin viscosity of the lower face sheet already
passes the 500 mPa·s limit and thus affects the impregnation quality negatively. In that case,
Figure 8a shows an alternative combination where the Epikote resin system is used for the
face sheet impregnation by the same foam configurations. The slower viscosity increase
leads to more time for the foam expansion as the 500 mPa·s limit is reached only after 262 s.
At this point, the maximum foaming pressure is already fully developed, even if a delay
due to the heat transfer trough the face sheets occurs. However, the higher process safety
by using the Epikote system is a tradeoff towards longer cycle times as the face sheets need
to be fully cured before demolding the sandwich. With respect to productivity, this step
should be avoided as long as it is not necessary due to quality reasons. For both foam
curves in Figure 8, the time when reaching the maximum pressure plateau and the gradient
are comparable. The curve with for 250 g/L foam density rises at an earlier point in time
as the applied foam material amount in the same cavity volume is respectively higher.
The main advantage by using the 250 g/L configuration is the higher pressure of 5.4 bar
compared to 2.3 bar with 150 g/L. When considering the C1 configuration for the face sheet
fabric (Figure 5a, left boundary curve) 5.4 bar results theoretically in 47.5% FVC and the
2.3 bar in 44% FVC. As the sandwich weight is affected by the density increase of the foam
core, it must be evaluated on a case-by-case basis whether the higher fiber volume content
is worthwhile at a component level. For all the described theoretical considerations, it must
be highlighted that their foundation contains independent material characterizations and
needs to be verified during realization of the D-SCM process.
5. Conclusions
The conducted individual material characterizations, in combination with the poly-
urethane foam system development, show complex dependencies, even if the direct inter-
actions of the materials are not yet considered. The fabric layup for the face sheets affects
the necessary compaction pressure to achieve the highest possible fiber volume contents,
and the C1 configuration should be chosen for the process. Furthermore, a foam system
formulation with 3.1 parts water and 1.1 parts catalyst is preferable for highest foaming
pressures. A higher foam density for the foam core leads theoretically to a higher FVC
but could lower the lightweight potential by increasing the component weight. Further-
more, higher foam densities result in lower insulation capacity, and thus, reduce thermal
efficiency in certain applications. The two investigated epoxy resin materials for the face
sheets give the opportunity for investigating the influence of different rheological behaviors
related to the reaction speed on the sandwich quality. A theoretical process analysis taking
the chronological process steps into account shows possible challenges when using the
Araldite resin material. However, these preliminary considerations do not include the
interaction of the components within the one-step sandwich manufacturing process. In
particular, the heat transfer into the foam material applied between the face sheets can
affect the time-dependent foaming pressure response of the material. Furthermore, the
fluid flow of the matrix system within the face sheets needs to be investigated as the fabric
is not impregnated completely before placing it into the mold. This aspect is complex
and cannot be solved analytically. Simulation models could help for understanding the
material interactions within the D-SCM process. The realization and evaluation of the
D-SCM process strategy is part of future activities and will be published.
J. Compos. Sci. 2021, 5, 104 12 of 13
Author Contributions: Conceptualization, F.B., F.H. and P.R.; methodology, F.B. and V.L.; validation,
F.B. and V.L.; formal analysis, F.B. and P.R.; investigation, F.B. and V.L.; writing—original draft
preparation, F.B.; writing—review and editing, F.H. and P.R.; visualization, F.B.; supervision, F.H.;
project administration, F.B.; funding acquisition, F.B., F.H. and P.R. All authors have read and agreed
to the published version of the manuscript.
Funding: Financial support by the Profilregion Mobilitätssysteme Karlsruhe is gratefully acknowl-
edged. In the state of Baden-Württemberg, the Profilregion Mobilitätssysteme is funded equally
by the Ministry for Economy, Labor and Housing, the Ministry of Science, Research and the Arts
as well as through contributions from the Fraunhofer Society, the Karlsruhe University of Applied
Sciences (HsKA) and the Karlsruhe Institute of Technology (KIT). Furthermore, the Profilregion
Mobilitätssysteme Karlsruhe is support by the strategic industry partner Hengrui Group which is
greatly appreciated.
Institutional Review Board Statement: Not applicable.
Informed Consent Statement: Not applicable.
Acknowledgments: The authors would like to thank their colleagues from Fraunhofer ICT, Pfinztal:
Beatrice Tübke, Yvonne Galus and Ulrich Förter-Barth for technical and analytical support. The
polyurethane foam supplier Rühl Puromer GmbH as well as the fiber textile supplier Zoltek Corpora-
tion and resin suppliers Huntsman Corporation and Hexion are also gratefully acknowledged for
providing the materials used.
Conflicts of Interest: The authors declare no conflict of interest.
References
1. European Composites Industry Association. Carbon Fiber LCA Data in EcoCalculator: Eco Report for Carbon Fiber; Composites
Europe: Stuttgart, Germany, 2018.
2. Herrmann, A.S.; Zahlen, P.C.; Zuardy, I. Sandwich structures technology in commercial aviation. Sandw. Struct. 7 Adv. Sandw.
Struct. Mater. 2005, 13–26. [CrossRef]
3. Hao, H.; Joe, C.-R.; Kim, D.-U. Mechanical behavior of rubberfilled multifunctional honeycomb sandwich composite. Sandw.
Struct. 7 Adv. Sandw. Struct. Mater. 2005, 671–680. [CrossRef]
4. Vinson, J.R. Sandwich structures. Appl. Mech. Rev. 2001, 54, 201–214. [CrossRef]
5. Mathieson, H.; Fam, A. High cycle fatigue under reversed bending of sandwich panels with GFRP skins and polyurethane foam
core. Compos. Struct. 2014, 113, 31–39. [CrossRef]
6. Shawkat, W.; Honickman, H.; Fam, A. Investigation of a novel composite cladding wall panel in flexure. J. Compos. Mater. 2008,
42, 315–330. [CrossRef]
7. Sharaf, T.; Fam, A. Experimental investigation of large-scale cladding sandwich panels under out-of-plane transverse loading for
building applications. J. Compos. Constr. 2011, 15, 422–430. [CrossRef]
8. Codyre, L.; Mak, K.; Fam, A. Flexural and axial behaviour of sandwich panels with bio-based flax fibre-reinforced polymer skins
and various foam core densities. J. Sandw. Struct. Mater. 2018, 20, 595–616. [CrossRef]
9. Seibert, H.F. Applications for PMI foams in aerospace sandwich structures. Reinf. Plast. 2006, 50, 44–48. [CrossRef]
10. Rosenberg, P. Entwicklung einer RTM prozessvariante zur kavitätsdruckgeregelten herstellung von Faserverbundstruktur-
bauteilen. Band 2019, 85. [CrossRef]
11. Gerstenkorn, J. Entwicklung Einer Methodik zur Analyse und Vorhersage des Mechanischen Verhaltens Polymerer Hartschäume
im RTM-Prozess. Ph.D. Thesis, Karlsruher Institute for Technology KIT, Karlsruhe, Germany, 2020.
12. Ware, M. Thermal Expansion Resin Transfer Molding (TERTM)—A Manufacturing Process for RP Sandwich Core Structures.
In Proceedings of the RP/C’85(Reinforced Plastics/Composites), 40th Annual Conference, New York, NY, USA, 28 January–1
February 1985.
13. Ware, M. Thermal expansion resin transfer molding (TERTM)—An advanced composite mass production process. In Proceedings
of the 5th Conference on Composites in Manufacturing; Society of Manufacturing Engineers: Los Angeles, CA, USA, 1986.
14. Hopmann, C.; Karatzias, C.; Böttcher, A. Syntaktische Schäume zur einstufigen Sandwichherstellung von FVK. Light. Des. 2016, 9,
44–51. [CrossRef]
15. Hopmann, C.; Karatzias, C.; Böttcher, A. Forschern Gelingt Faserimprägnieren und Schäumen in Einem Step. Maschinenmarkt [On-
line]. 8 June 2015, pp. 28–31. Available online: https://www.maschinenmarkt.vogel.de/forschern-gelingt-faserimpraegnieren-
und-schaeumen-in-einem-step-a-491374/ (accessed on 27 February 2021).
16. Gude, M.; Geller, S.; Weißenbron, O. Integral manufacture of fiber-reinforced sandwich structures with cellular core using a
polyurethane spray-coat method. In Proceedings of the CellMat 2014, Dresden, Germany, 22–24 October 2014.
17. Hopmann, C.; Wagner, R.; Fischer, K.; Böttcher, A. One step production of high-performance sandwich components. Cell. Polym.
2017, 36, 135–150. [CrossRef]
J. Compos. Sci. 2021, 5, 104 13 of 13
18. Bernath, A.; Grulich, M.; Kärger, L.; Henning, F. Enhanced viscosity characterization for fast curing epoxy resins at process
relevant temperatures. In Proceedings of the 14th International Conference on Flow Processing in Composite Materials, Luleå,
Kulturens Hus, 30 May–1 June 2018.
19. ZOLTEK Corporation (Toray Group). Technical Datasheet: ZOLTEK™ PX35 Multi-Directional Fabrics; ZOLTEK Corporation: St.
Louis, MI, USA, 2021.
20. Thirumal, M.; Khastgir, D.; Singha, N.K.; Manjunath, B.S.; Naik, Y.P. Effect of foam density on the properties of water blown rigid
polyurethane foam. J. Appl. Polym. Sci. 2008, 108, 1810–1817. [CrossRef]
21. Szycher, M. Szycher’s Handbook of Polyurethanes, 2nd ed.; CRC Press/Taylor & Francis: Boca Raton, FL, USA, 2013;
ISBN 9781439839584.
22. Poppe, C.; Albrecht, F.; Krauß, C.; Kärger, L. A 3D modelling approach for fluid progression during process simulation of wet
compression moulding—Motivation & Approach. Procedia Manuf. 2020, 47, 85–92. [CrossRef]
